Washington State Department of Transportation
State Materials Laboratory
2809 Rudkin Road, Union Gap 98909

Yakima WA

98909-2560

PCC Pavement Core Report

Work Order : 008127 Sample ID : 0000012131f
Section : I-90/SNOWSHED TO KEECHELUS DAM PHASE 1C-REPLACE SNOWSHED ADD
State Route No : 000 Lab Number : C5170104
Project Engineer : Wood, Jerry Bid Item No :
Org Code : 454302 Date Cored : 8/16/2017
Date Paved : 7/18/2017 Local Agency No :
Core Number |Station Offset Plan Thickness |Average Average Core Density |Design Percent
Height Height Feet Density Density
Inches
30 LW 1421+33 |[11.9 From |0.95 11.80 0.98 150.3 145.1 103.6%
Rt. Joint
31 LW 1415+08 |20.0 From |0.95 11.70 0.97 147.2 145.1 101.4%
Rt. Joint

Result Code: Informational

Remarks :

Billing Code

T893 -2
T894 -2

Kerry Grant P.E.
Regional Materials Engineer

Date :

8/16/2017

Phone : (509) 577 1631




Washington State Department of Transportation
State Materials Laboratory
2809 Rudkin Road, Union Gap 98909

Yakima WA 98909-2560

PCC Pavement Core Report

Work Order : 008127 Sample ID : 00000121320
Section : I-90/SNOWSHED TO KEECHELUS DAM PHASE 1C-REPLACE SNOWSHED ADD
State Route No : 000 Lab Number : C5170105
Project Engineer : Wood, Jerry Bid Item No :
Org Code : 454302 Date Cored : 8/16/2017
Date Paved : 7/19/2017 Local Agency No :
Core Number |Station Offset Plan Thickness |Average Average Core Density |Design Percent
Height Height Feet Density Density
Inches
32 1413+13 3.1 From 0.95 10.85 0.90 148.1 145.1 102.1%
Rt. Joint
33 1408+74 7.1 From 0.95 12.13 1.01 146.7 145.1 101.1%
Rt. Joint
34 1402+64 1.6 From 0.95 12.61 1.05 146.1 145.1 100.7%
Rt. Joint

Result Code: |nformational

Remarks :

Billing Code

T893 -3
T894 -3

Kerry Grant P.E.

Regional Materials Engineer
8/16/2017

Date :

Phone : (509) 577 1631




Washington State Department of Transportation
State Materials Laboratory
2809 Rudkin Road, Union Gap 98909

Yakima WA 98909-2560

PCC Pavement Core Report

Work Order : 008127 Sample ID : 00000121321
Section : I-90/SNOWSHED TO KEECHELUS DAM PHASE 1C-REPLACE SNOWSHED ADD
State Route No : 000 Lab Number : C5170106
Project Engineer : Wood, Jerry Bid Item No :
Org Code : 454302 Date Cored : 8/16/2017
Date Paved : 7/20/2017 Local Agency No :
Core Number |Station Offset Plan Thickness |Average Average Core Density |Design Percent
Height Height Feet Density Density
Inches
35 1397+67 17.0 From ]0.95 11.68 0.97 145.4 145.1 100.2%
Rt. Joint
36 1395+74 17.8 From ]0.95 12.76 1.06 147.9 145.1 101.9%
Rt. Joint

Result Code: Informational
Remarks :

Billing Code

T893 -2
T894 -2

Kerry Grant P.E.

Regional Materials Engineer
8/16/2017

Date :

Phone : (509) 577 1631




Washington State Department of Transportation
State Materials Laboratory
2809 Rudkin Road, Union Gap 98909

Yakima WA 98909-2560

PCC Pavement Core Report

Work Order : 008127 Sample ID : 00000121322
Section : I-90/SNOWSHED TO KEECHELUS DAM PHASE 1C-REPLACE SNOWSHED ADD
State Route No : 000 Lab Number : C5170107
Project Engineer : Wood, Jerry Bid Item No :
Org Code : 454302 Date Cored : 8/16/2017
Date Paved : 7/21/2017 Local Agency No :
Core Number |Station Offset Plan Thickness |Average Average Core Density |Design Percent
Height Height Feet Density Density
Inches
37 LW 8389+02 |16.9 From |0.95 12.19 1.02 145.3 145.1 100.1%
Rt. Joint
38 LW 8385+12 |5.5 From 0.95 12.38 1.03 148.4 145.1 102.3%
Rt. Joint

Result Code: Informational

Remarks :

Billing Code

T893 -2
T894 -2

Kerry Grant P.E.

Regional Materials Engineer
8/16/2017

Date :

Phone : (509) 577 1631




Washington State Department of Transportation
State Materials Laboratory
2809 Rudkin Road, Union Gap 98909

Yakima WA

98909-2560

PCC Pavement Core Report

Work Order : 008127 Sample ID : 00000121323
Section : 1-90/SNOWSHED TO KEECHELUS DAM PHASE 1C-REPLACE SNOWSHED ADD
State Route No : 000 Lab Number : C5170108
Project Engineer : Wood, Jerry Bid Item No :
Org Code : 454302 Date Cored : 8/16/2017
Date Paved : 7/28/2017 Local Agency No :
Core Number |Station Offset Plan Thickness |Average Average Core Density |Design Percent
Height Height Feet Density Density
Inches
39 LW 1421+97 |8.2 0.95 12.64 1.05 145.6 1451 100.3%

Result Code: |nformational
Remarks :

Billing Code

T893 -1
T894 -1

Kerry Grant P.E.
Regional Materials Engineer

Date :

8/16/2017

Phone : (509) 577 1631




Washington State Department of Transportation
State Materials Laboratory
2809 Rudkin Road, Union Gap 98909

Yakima WA 98909-2560

PCC Pavement Core Report

Work Order : 008127 Sample ID : 00000121324
Section : I-90/SNOWSHED TO KEECHELUS DAM PHASE 1C-REPLACE SNOWSHED ADD
State Route No : 000 Lab Number : C5170109
Project Engineer : Wood, Jerry Bid Item No :
Org Code : 454302 Date Cored : 8/16/2017
Date Paved : 8/1/2017 Local Agency No :
Core Number |Station Offset Plan Thickness |Average Average Core Density |Design Percent
Height Height Feet Density Density
Inches
40 LW 1411497 (9.3 From 0.95 12.63 1.05 142.0 145.1 97.9%
Rt. Joint
41 LW 1405+37 |10.2 From [0.95 12.66 1.05 145.7 145.1 100.4%
Rt. Joint
42 LW 1399+44 |7.8 From 0.95 12.86 1.07 145.4 145.1 100.2%
Rt. Joint

Result Code: |nformational

Remarks :

Billing Code

T893 -3
T894 -3

Kerry Grant P.E.

Regional Materials Engineer
8/16/2017

Date :

Phone : (509) 577 1631




Washington State Department of Transportation
State Materials Laboratory
2809 Rudkin Road, Union Gap 98909

Yakima WA

98909-2560

PCC Pavement Core Report

Work Order : 008127 Sample ID : 00000121325
Section : I-90/SNOWSHED TO KEECHELUS DAM PHASE 1C-REPLACE SNOWSHED ADD
State Route No : 000 Lab Number : C5170110
Project Engineer : Wood, Jerry Bid Item No :
Org Code : 454302 Date Cored : 8/16/2017
Date Paved : 8/2/2017 Local Agency No :
Core Number |Station Offset Plan Thickness |Average Average Core Density |Design Percent
Height Height Feet Density Density
Inches
43 LW 8386+15 [12.7 From |0.95 12.57 1.05 148.3 145.1 102.2%
Rt. Joint

Result Code: |nformational

Remarks :

Billing Code

T893 -1
T894 -1

Kerry Grant P.E.
Regional Materials Engineer

Date :

8/16/2017

Phone : (509) 577 1631




Washington State Department of Transportation

State Materials Laboratory

2809 Rudkin Road, Union Gap 98909 Yakima WA 98909-2560

PCC Pavement Core Report

Work Order : 008127 Sample ID : 0000012223f
Section : I-90/SNOWSHED TO KEECHELUS DAM PHASE 1C-REPLACE SNOWSHED ADD
State Route No : 000 Lab Number : C5170219
Project Engineer : Wood, Jerry Bid Item No :
Org Code : 454302 Date Cored : 10/26/2017
Date Paved : 8/30/2017 Local Agency No :
Core Number |Station Offset Plan Thickness |Average Average Core Density |Design Percent
Height Height Feet Density Density
Inches
48 LW 8381+70 (9.2 From 0.95 11.85 0.99 149.2 145.1 102.8%
Rt. Joint
49 LW 8376+73 |6.4 From 0.95 12.29 1.02 149.0 145.1 102.7%
Rt. Joint

Result Code: Informational

Remarks :

Billing Code

T893 -2
T894 -2

Kerry Grant P.E.

Regional Materials Engineer
Date: 11/8/2017

Phone : (509) 577 1631




Washington State Department of Transportation
State Materials Laboratory
2809 Rudkin Road, Union Gap 98909

Yakima WA

98909-2560

PCC Pavement Core Report

Work Order : 008127 Sample ID : 00000122240
Section : I-90/SNOWSHED TO KEECHELUS DAM PHASE 1C-REPLACE SNOWSHED ADD
State Route No : 000 Lab Number : C5170221
Project Engineer : Wood, Jerry Bid Item No :
Org Code : 454302 Date Cored : 10/26/2017
Date Paved : 8/31/2017 Local Agency No :
Core Number |Station Offset Plan Thickness |Average Average Core Density |Design Percent
Height Height Feet Density Density
Inches
50 LW 8374+35 |[15.1 From |0.95 12.20 1.02 148.3 145.1 102.2%
Rt. Joint
51 LW 8368+42 |5.5 From 0.95 12.32 1.03 149.2 145.1 102.8%
Rt. Joint

Result Code: Informational

Remarks :

Billing Code

T893 -2
T894 -2

Kerry Grant P.E.
Regional Materials Engineer

Date :

11/8/2017

Phone : (509) 577 1631




Washington State Department of Transportation

State Materials Laboratory

2809 Rudkin Road, Union Gap 98909 Yakima WA 98909-2560

PCC Pavement Core Report

Work Order : 008127 Sample ID : 00000122241
Section : I-90/SNOWSHED TO KEECHELUS DAM PHASE 1C-REPLACE SNOWSHED ADD
State Route No : 000 Lab Number : C5170222
Project Engineer : Wood, Jerry Bid Item No :
Org Code : 454302 Date Cored : 10/26/2017
Date Paved : 9/7/2017 Local Agency No :
Core Number |Station Offset Plan Thickness |Average Average Core Density |Design Percent
Height Height Feet Density Density
Inches
52 LW 8377+79 (2.6 From 0.95 11.84 0.99 147.6 145.1 101.7%
Rt. Joint
53 LW 8368+88 |2.3 From 0.95 12.64 1.05 147.8 145.1 101.9%
Rt. Joint

Result Code: Informational

Remarks :

Billing Code

T893 -2
T894 -2

Kerry Grant P.E.

Regional Materials Engineer
Date: 11/8/2017

Phone : (509) 577 1631




Washington State Department of Transportation
State Materials Laboratory
2809 Rudkin Road, Union Gap 98909

Yakima WA

98909-2560

PCC Pavement Core Report

Work Order : 008127 Sample ID : 00000122242
Section : I-90/SNOWSHED TO KEECHELUS DAM PHASE 1C-REPLACE SNOWSHED ADD
State Route No : 000 Lab Number : C5170225
Project Engineer : Wood, Jerry Bid Item No :
Org Code : 454302 Date Cored : 10/26/2017
Date Paved : 9/8/2017 Local Agency No :
Core Number |Station Offset Plan Thickness |Average Average Core Density |Design Percent
Height Height Feet Density Density
Inches
54 LW 8365+39 3.1 From 0.95 12.40 1.03 149.7 145.1 103.2%
Rt. Joint

Result Code: |nformational

Remarks :

Billing Code

T893 -1
T894 -1

Kerry Grant P.E.
Regional Materials Engineer

Date :

11/8/2017

Phone : (509) 577 1631




2809 Rudkin Road, Union Gap 98909

Washington State Department of Transportation

State Materials Laboratory

Yakima WA 98909-2560

PCC Pavement Core Report

Work Order : 008127 Sample ID : 00000122243
Section : I-90/SNOWSHED TO KEECHELUS DAM PHASE 1C-REPLACE SNOWSHED ADD
State Route No : 000 Lab Number : C5170227
Project Engineer : Wood, Jerry Bid Item No :
Org Code : 454302 Date Cored : 10/26/2017
Date Paved : 9/14/2017 Local Agency No :
Core Number |Station Offset Plan Thickness |Average Average Core Density |Design Percent
Height Height Feet Density Density
Inches
55 LW 8346+83 (4.0 From 0.95 11.33 0.94 148.0 145.1 102.0%
Rt. Joint
56 LW 8344+31 |3.1 From 0.95 12.09 1.01 151.2 145.1 104.2%
Rt. Joint

Result Code: Informational

Remarks :

Billing Code

T893 -2
T894 -2

Kerry Grant P.E.

Regional Materials Engineer

Date : 11/8/2017
Phone : (509) 577 1631




2809 Rudkin Road, Union Gap 98909

Washington State Department of Transportation

State Materials Laboratory

Yakima WA 98909-2560

PCC Pavement Core Report

Work Order : 008127 Sample ID : 00000122244
Section : I-90/SNOWSHED TO KEECHELUS DAM PHASE 1C-REPLACE SNOWSHED ADD
State Route No : 000 Lab Number : C5170229
Project Engineer : Wood, Jerry Bid Item No :
Org Code : 454302 Date Cored : 10/31/2017
Date Paved : 9/15/2017 Local Agency No :
Core Number |Station Offset Plan Thickness |Average Average Core Density |Design Percent
Height Height Feet Density Density
Inches
57 LW 8339+43 (6.9 From 0.95 11.84 0.99 147.5 145.1 101.7%
Rt. Joint
58 LW 8337+58 |10.5 From |0.95 11.57 0.96 148.8 145.1 102.5%
Rt. Joint

Result Code: Informational

Remarks :

Billing Code

T893 -2
T894 -2

Kerry Grant P.E.

Regional Materials Engineer

Date : 11/8/2017
Phone : (509) 577 1631




Washington State Department of Transportation
State Materials Laboratory
2809 Rudkin Road, Union Gap 98909

Yakima WA 98909-2560

PCC Pavement Core Report

Work Order : 008127 Sample ID : 00000122246
Section : I-90/SNOWSHED TO KEECHELUS DAM PHASE 1C-REPLACE SNOWSHED ADD
State Route No : 000 Lab Number : C5170228
Project Engineer : Wood, Jerry Bid Item No :
Org Code : 454302 Date Cored : 10/26/2017
Date Paved : 9/25/2017 Local Agency No :
Core Number |Station Offset Plan Thickness |Average Average Core Density |Design Percent
Height Height Feet Density Density
Inches
59 LW 8365+29 [12.8 From |0.95 12.80 1.07 148.3 145.1 102.2%
Rt. Joint
60 LW 8348+77 |9.3 Ftom Rt.|0.95 11.32 0.94 149.7 145.1 103.2%
Joint

Result Code: Informational

Remarks :

Billing Code

T893 -2
T894 -2

Kerry Grant P.E.

Regional Materials Engineer

Date :

11/8/2017

Phone : (509) 577 1631




Washington State Department of Transportation
State Materials Laboratory
2809 Rudkin Road, Union Gap 98909

Yakima WA 98909-2560

PCC Pavement Core Report

Work Order : 008127 Sample ID : 00000122247
Section : I-90/SNOWSHED TO KEECHELUS DAM PHASE 1C-REPLACE SNOWSHED ADD
State Route No : 000 Lab Number : C5170230
Project Engineer : Wood, Jerry Bid Item No :
Org Code : 454302 Date Cored : 10/26/2017
Date Paved : 9/26/2017 Local Agency No :
Core Number |Station Offset Plan Thickness |Average Average Core Density |Design Percent
Height Height Feet Density Density
Inches
61 LW 8341+49 (4.2 From 0.95 11.66 0.97 149.1 145.1 102.8%
Rt. Joint
62 LW 8337+64 |3.0 From 0.95 11.74 0.98 147.3 145.1 101.5%
Rt. Joint
63 LW 1333+28 |9.3 From 0.95 12.16 1.01 149.6 145.1 103.1%
Rt. Joint

Result Code: |nformational

Remarks :

Billing Code

T893 -3
T894 -3

Kerry Grant P.E.

Regional Materials Engineer
11/8/2017

Date :

Phone : (509) 577 1631




